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C442

ABS BIBE / ABS Resin

C442 2—MRFZREB EMNHFER ABS, M T ERFEE REFRMNMENTUNTHEINRERAR
FREM.

C442 is a low-residue, heat-resistant injection-grade ABS material. During the processing, it exhibits
excellent fluidity, impact resistance, and outstanding thermal stability.

C442 FEAFRENNIMG, HIERTEMHEAIHTH/LHRM .
C442 is primarily used for automotive interior and exterior trim, and is also suitable for high-heat-
resistant extrusion and coextrusion sheet applications.

PERERS R Benefits N F4iis Applications
Bm# High heat resistance S8 % AYME Automotive Interior and Exterior Trim
=M High impact strength FHELE Extrusion

REFHIMTEE Good processing performance  s3#Bp#! Injection moulding

ka3 Wi 75 5% s & 14 BEME
Properties Test Method Test Condition Nominal Value
M EE Physical Properties

ZE Density ISO 1183-1 23°C 1.04 g/ecm’®

BRUERERNRE o .

Melt Mass-Flow Rate (MFR) ISO 1133 220°C/10kg 10 g/10min

BT 4ER Molding Shrinkage ISO 294-4 23°C 0.4-0.7%
Y BE Mechanical Properties

FL{dE AR5R & .

Tensile Strength at Yield 150 527 50 mm/min 48 MPa

. g |J / -;Z,\-

B TR SO 527 50 mm/min 15%

Tensile Elongation at Break

hI{BIEE Tensile Modulus ISO 527 1 mm/min 2350 MPa

TM5EE Flexural Strength ISO 178 2 mm/min 75 MPa

T HiiE&E Flexural Modulus ISO 178 2 mm/min 2250 MPa

BERROHERE ) )

Izod Notched Impact Strength 150 180 23°C, 5.5, AR 16 kl/m
#MEEE Thermal Properties

HERERE .

Deflection Temperature Under Load 50 75-2 1.8 MPa 85 °C

2 fa [ ]38

’E—EE}‘%’ME ISO 306 50N, 50°C/h 105 °C

Vicat Softening Temperature

B BURAAEUE, RESE, FSMENRBUSIRE Eth AR RIE

The data are typical values for reference only and are not used as quality specifications or other purposes.
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Recommended Processing Parameters

Fr i BB Extrusion

WMELHESR, BIAE 80°C TR STBIAMFE P I T18 2-4 /hBY .

If no venting, pre-drying required at 80°C for 2-4 hours in an air circulating oven.

FERRE 190-230°C

Melt temperature 190-230°C

EERAE! Injection Molding

EIUTE 80°C T SIBH A R IT 1% 2-4 /B

Pe-drying is required at 80°C for 2-4 hours in an air circulating oven.

15148 B Melt Temp 230-260°C

#EGE R Mould Temp 40-70°C

#F: UENMISZERESE, KEIZSHNREABILE, REMESRRITEHTELRE,
The above processing parameters are for reference only. Actual processing parameters should be
adjusted appropriately according to different equipment, molds and products.

Bl AXANBRSELEERNAENAREZLR . MREXE T7THAARMNER, FHERAXA
MESSEIEATEAM AT EBRMANTE. HTFEAKGMERERTREMRNTR, ERARE
WMEAXHENT RN~ RELARTEEEAEA, FIHRAECHIESHMLERNATRTETE
AREEMETBEN . (CRMEFER AN AR EFEEAKIBEFAREE XS, UREHIEFMRIE. EAXAK
PR TR E MK SRR TIE R MRS BRI L BRF T IXHERR .

The data and information in this text are based on our current knowledge and experience. If there are
new understandings and experiences in the future, we reserve the right to modify the information and
data in this text without prior notice. Since the conditions of use and applicable laws may vary by location
and time, the customer is responsible for determining whether the products and product information in
this document are suitable for the customer's use, and for ensuring that their workplace and the way they
handle the products comply with applicable laws and other government regulations. Eastech Chemical
does not assume any responsibility or obligation for the information in this text, nor does it provide any
warranty. All implied warranties regarding the merchantability or fitness for a particular purpose of the
products mentioned in this text are hereby expressly excluded.

E3RBXZ& Follow us at:

DLBHERAE 1217 SHRMEERARS T % 2 E 2C = 2F/2C, 1217 Dongfang Road, Shanghai, China
@7 Tk B K SHE 200 SEEHR U AWM Bl 17A 17A, 200 Xingpu Road, Suzhou Industrial Park, China
QUEREAFREMHREX L=k EMLEEL 85 5 85 Haochun Road, Dongying, Shandong, China
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